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HMHHEFH Material Certificate I
. 43R4 -Chemical Composition

EN10204(2004)

GR/R-46

Rev.2

Valid:2004.12.1

Rev.date:2006.8.15

. ' #3344 Doc.No. 06082101
FW I Purchaser 100503
Fr¥il H 88 Ins.Dt. 2006-08-18
B A Articles YRRX RIEXKOKIE K 4 Material KX XX BN 1681 [iT#.% P.O. 29017-2006
i R Av N MNRERXX700 HALHRE Heat NORMALIZING A% $ #kk/Batch No. RNERIKO89
|4 AR 5 /Rev. No. REV.B Tracing M. Code: 000965 =Bt H #/Delivery. Date. 2006-08-21
S gL B/Rev.date Apr-8-2004 35 1% ¥ @ /Batch.Qty 2,000.00
BEIPIRAE RS B8 /Chemical Compositior per Charge Number (S47/UNIT %)
Ji”’J {UE %;} ;: (9)\: ;=} c S Wi S p o Ni Mo v cu CEV=C+Mn/ 6:(: (UC)r;lMSow) /5+(Ni
Reauived .
1 XDO6G00Y 0.21 0.26 1.28 0.013 0.013
2 XDO6GO10 0.20 0.32 1. 30 0.018 0.012
3 XDO6GO18 0.23 0.30 1.30 0.015 0.013
| XDO6GO19 0.22 0.32 1.26 0.012 0.015
b XDO6G0O20 0.21 0.31 1.27 0.014 0.014
6 XbO6GO21 0.23 0. 30 1.28 0.015 0.013
7 XDO6G022 0.22 0.31 1.26 0.017 0.016
S XDOGGO23 0.22 0.31 1.24 0.016 0.012
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93 Comments: We declare that the material supplied are in compliance with the requirements of the order. \\2@5 j}dﬁ , @
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